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A comparison of ISO and ASTM test methods
	Test
	ISO/Quoted Method
	ASTM Method

	Bulk density
	
	ASTM D-1895

	Tensile strength
	ISO 527
	ASTM D-651

	Elongation at break - %
	ISO 527
	ASTM D-638

	Hardness
	
	ASTM D-2240

	Vicat softening point
	ISO 306
	ASTM D-1525

	Dielectric strength
	IEC 243/VDE 0303
	ASTM D-149

	Gardner Impact strength
	ISO 6272
	ASTM B-2794

	Salt spray resistance
	ISO 7253
	ASTM B-117-94
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